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  TEST METHOD VALUE UNIT 
  DIN ASTM ISO   
Density 53479 D 792 R 1183 1.33 g/cm3 
Durometer hardness, Shore D  D 2240  76  
Tensile strength at break 53455 D 638 R 527 22-24 MPa 
Elongation at break 53455 D 638 R 527 190-210 % 
Tensile modulus 53457 D 638 R 527 21-23 MPa 
Surface Resistivity    4x1014 Ω/m2 
Volume Resistivity    1.5x1015 Ω/cm 
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